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1
LIGHT EMITTING DIODE ILLUMINATION
SYSTEM

PRIORITY CLAIM

This application is a continuation of U.S. patent applica-
tion Ser. No. 13/968,178, filed Aug. 15, 2013, entitled
“LIGHT EMITTING DIODE ILLUMINATION SYSTEM”
which is a continuation of U.S. patent application Ser. No.
13/344,815, filed Jan. 6, 2012, (now U.S. Pat. No. 8,525,999,
issued Sep. 3, 2012) entitled “LIGHT EMITTING DIODE
ILLUMINATION SYSTEM?”, which is a continuation of
U.S. patent application Ser. No. 12/186,475, filed Aug. 5,
2008, (now U.S. Pat. No. 8,098,375, issued Jan. 17, 2012),
entitled “LIGHT EMITTING DIODE ILLUMINATION
SYSTEM?”, which claims priority to U.S. Provisional Patent
Application No. 60/954,140, entitled: “LIGHT EMITTING
DIODE ILLUMINATION SYSTEM”, filed Aug. 6, 2007,
which applications are incorporated herein by reference in
their entireties.

CROSS REFERENCE TO RELATED
APPLICATIONS

This application is related to U.S. patent application Ser.
No. 12/187,356 entitled “LIGHT EMITTING DIODE ILLU-
MINATION SYSTEM” filed Aug. 6, 2008 by Thomas
Brukilacchio and Arlie Connor (now U.S. Pat. No. 7,898,665)
which application is incorporated herein by reference in its
entirety.

FIELD OF THE INVENTION

This invention, in general, relates to high brightness illu-
mination sources and more particularly to the use of light
emitting diodes (LEDs) as a source of illumination for medi-
cal endoscopy.

BACKGROUND OF THE INVENTION

There is a significant need for high brightness broad band
illumination sources to provide optical fiber coupled illumi-
nation for surgical endoscopy and other applications where
extremely high brightness sources are needed such as in pro-
jection systems and high speed industrial inspection. Prior art
typically utilize short arc lamps such as high pressure mer-
cury, metal halide, and xenon. These lamps are capable of
very high luminous emittance and are therefore suitable
sources for the etendue limited fiber optic coupled illumina-
tion systems. Approximately 85% of the high brightness illu-
mination sources in use in the operating room today are based
on compact short arc xenon lamps. The problems associated
with these lamp technologies, however, include poor lumi-
nous efficacy thereby requiring high power and associated
means of cooling, short lifetime, high voltage operation (typi-
cally kilovolts required to turn them on), high cost, and use of
mercury which is becoming an environmental hazard and is in
the process of undergoing regulations in numerous countries
throughout the world.

Only recently has there been recognition that LEDs may
provide sufficient illumination to be used to replace more
traditional light sources in endoscopic illumination systems.
In particular, LEDs provide much improved lifetime, lower
cost of ownership, lower power consumption (enabling some
battery operated portable devices), decreased cooling
requirements, and freedom form mercury relative to conven-
tional arc lamps. Additionally they can be readily modulated
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which can be a significant advantage in many applications. To
date no LED based endoscopic illumination system commer-
cially exists that equals or exceeds the luminous intensity of
the compact xenon arc lamp systems. The invention described
herein has the potential of meeting and exceeding the output
of the best arc lamps systems available today

SUMMARY

The invention herein describes a white light illumination
system which incorporates a luminescent rod material which
is excited along its length by a linear array of LEDs. In a
preferred embodiment the luminescent material is single
crystal or sintered ceramic Ce:YAG (cerium doped yttrium
aluminum gamete, Y,Al0,,:Ce**) and the LEDs are blue
GaN based surface emitting devices. The green and or yellow
output spectrum from the rod is index matched to a collection
optic which converts the light emitted from the aperture ofthe
rod to a larger dimension with a smaller solid angle to allow
it to be imaged to a fiber bundle. The output of the lumines-
cent rod and collection optic could be combined with the
output of other directly coupled LED arrays in the blue and
green spectral regions to produce white light. While blue and
red LED modules can be produced to equal or exceed the
brightness of conventional high brightness light sources such
as compact xenon arc lamps, the efficiency of LEDs in the true
green spectrum in the spectral region of 555 nm are of com-
paratively low efficiency and are not sufficiently bright com-
pared to arc lamps.

Typically light generated from LEDs in the spectral region
of'555 nm is achieved by applying a thin layer of encapsulant
with phosphor suspended in it directly over LED die emitting
blue light. The light from the phosphor particles is partially
absorbed and partially scattered. The combination of the scat-
tered blue light and the absorbed light re-emitted as lumines-
cent light at longer wavelengths typically in the green and red
spectral region produces white light.

The amount of white light produced can be increased by
increasing the current density to the LED up to the point
where the output of the LED rolls over and no longer
increases with increasing current. The brightness of any LED
made by in this general configuration is fundamentally lim-
ited by the internal and external quantum efficiency of the
LED die, the quantum efficiency of the luminescent material,
the amount of scattering by the particles, the thermal quench-
ing properties of the die, and the die junction temperature. In
contrast, the present invention is not limited by the current
density of the LED as the length of the rod material could be
increased to increase the number of excitation LED die and
thereby increasing the output. For example, a high perfor-
mance LED die with a 1 mm square area coated with a high
performance phosphor can produce approximately 200
Lumens with a heat sink temperature near room temperature
before rolling over and no longer producing more light with
further increases in current density.

A luminescent rod of the present invention with the same 1
mm square cross sectional area with a length of 50 mm could
have on the order of 100 LEDs exciting the rod. As will be
shown in the detailed description below, a conservative effi-
ciency of 30% would result in an output of more than an order
of' magnitude higher photometric power with each LED oper-
ating at significantly lower current densities. Furthermore, if
higher output was required the length of the rod could be
increased along with an increase in the number of LEDs
exciting the luminescent rod. Thus the present invention com-
prises a means of producing output in the green portion of the
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spectrum that is of higher brightness than can be achieved by
even the best xenon short arc lamps.

BRIEF DESCRIPTION OF THE DRAWINGS

This invention is described with respect to specific embodi-
ments thereof. Additional features can be appreciated from
the Figures in which:

FIG. 1 shows a preferred embodiment of the light emitting
diode illumination system. Three spectral coupled sources
generally in the blue, green, and red portions of the spectrum
are combined to provide a high brightness light source
capable of providing illumination sufficient for fiber optic
coupled endoscopic illumination medical endoscopy;

FIG. 2 is a detail of the solid rod luminescense material
optical system comprised of the Ce: YAG rod, blue LED exci-
tation sources, heat sinks, and index matched output optic.
The top view represents a cross sectional view;

FIG. 3 is a preferred embodiment of the combined mirror
and Ce:YAG cooling system;

FIG. 4 shows an alternative embodiment containing two
luminescent rod sources in series;

FIG. 5 shows various alternative cross sectional shapes;

FIG. 6 shows three different output coupling optics
attached to the luminescent material rod and also integrated as
part of the rod;

FIG. 7 shows a plot of efficiency of coupling light out of the
end of the rod assuming different cross sectional shapes

circular vs - - - square) as a function of the index
of refraction of the attached optic;

FIG. 8 shows the transmission spectrum of a white light
source as a function of wavelength for two thicknesses (1 mm
and 50 mm) for a 0.15% doped Ce:YAG rod; and

FIG. 9 shows a spectral plot of the relative intensity versus
wavelength for three sources (blue, green and red) in the
system of FIG. 1.

DETAILED DESCRIPTION OF THE INVENTION

The present invention relates to high brightness fiber optic
illumination systems. In particular, the present invention rep-
resents an LED based light source for improved illumination
systems relative to arc lamp and other LED based light source
systems. The illumination system 10 of FIG. 1is comprised of
one or more LED die or die array modules 12, 24 and 26
spectrally and spatially combined by means such as dichroic
beam splitters 42 and 44 coupled to a common source aper-
ture 52 which substantially conserves the etendue or area,
solid angle, index squared product. A preferred embodiment
of the system couples into an optical fiber bundle to provide
the high luminous power and high brightness required for
medical endoscopic applications. Other high brightness
applications include, but are not limited to, projection sys-
tems, industrial illumination, photo curing, spot lights, and
medical photodynamic therapy.

Prior to LED based systems conventional arc lamp based
projection systems were used comprised of a short arc lamp
typically of the high pressure mercury, metal halide, or xenon
lamp variety. The primary disadvantage of the short arc tech-
nology is lamp life, which is typically in the 500 to 1000 hour
range. The cost of the arc lamp itself and the service cost to
replace the lamps over the life of the product can be many
multiples of the original cost of the complete illumination
system. This drive hospital costs up which in turn drive the
costs of medical insurance up. Additional benefits of the LED
technology include reduced power consumption, low voltage
operation, light intensity stability, ability to control correlated
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color temperature (CCT) and color rendering index (CRI),
and the ability to modulate the source. The ability to modulate
the source can be a significant benefit. For example, most of
the endoscopic systems in use today are coupled to a video
camera. Typically video cameras incorporate an electronic
shutter and typically the video signal is not integrated con-
tinuously. Thus, there is an opportunity to modulate the LED
source in synchronization with the shutter. During the time
when the shutter is closed, the LED light source does not need
to be on. Thus, for example, if the shutter was open 50% of the
time, the light source could be modulated in synchronization
producing 50% less heat. Thus, for the same average input
power to the LED light source the light output could be
increased by an amount dependant on the operating point of
the LED source with respect to efficiency.

A more conventional approach to producing white light by
LEDs is to deposit a phosphor powder, typically of Ce:YAG
(cerium doped yttrium aluminum garnet, Y,Al0,,:Ce**)
suspended in an encapsulant material such as silicone, onto a
blue LED die or die array with a peak wavelength between
about 445 nm and 475 nm. The light absorbed by the phos-
phor is converted to yellow light which combines with the
scattered blue light to produce a spectrum that appears white.
The apparent color temperature is a function of the density
and thickness of the phosphor suspended in the encapsulant.
While this approach is efficient, the amount of white light
produced per unit area per unit solid angle is fundamentally
limited by the amount of blue light extracted from the blue
LED die or die array, the quantum efficiency of the phosphor,
the phosphors thermal quenching, and the back scattering,
which s a function of the particle size of the phosphor or other
luminescent material. While it is feasible to place a solid
phosphor such as single crystal Ce:YAG over the top of the
blue LED die or die array, the change in effective path length
with angle which increases from normal incidence as the rays
approach the plane of the LED die emitting surface produces
a change in spectrum with angle resulting in a non-uniform
far field distribution and undesirable color variation. Further-
more, the efficiency of such a device would be limited by the
total internal reflection of such a luminescent material due to
its high index of refraction unless the surface was in contact
with an index matching medium or included a structure to
increase extracted radiance such as a photonic lattice, surface
roughened or micro-lens array.

The heart of the invention of FIG. 1 is the LED source
module 12 comprised of a central rod 14 of luminescent
material such as single crystal or sintered ceramic Ce: YAG,
and other luminescent materials including: (Lu, ..,
Y, Gd),(Al . Ga Si );0,, N:Cea,Pr, with 0<x<I, 0<y<l,
0<z</=0.1, 0<a<=0.2, 0<b<=0.1, and 0<c<1 for example
Lu,ALO,,:Ce** Y, ALO,:Ce® and Y Al .Si; .0, «No o
Ce** emitting yellow-green light; and (Sr, BaCa), Sis,
Al N, O Fu " where 0<=a<5, O<x<=1, O<=y<=1, and
0<z<=1 for example Sr,Si Ny:Fu**, emitting red light. Other
candidates include (Srl_a_bCabBac)SixNyOZ:Eua“ where
a=0.002 to 0.20, b=0.0 to 0.25, ¢=0.0 to 0.25, x=1.5 t0 2.5,
y=1.510 2.5, and z=1.5 to 2.5 for example SrSi,N,O,:Eu**;
(Sr1_u_v_nguCavBax)(Gaz_y_ZAIZInZS4):Eu2+ for example
SrGa,S :Bu’*; (Sr,_, Ba Ca ),Si0,:Eu** for example SrBa-
Si0,:Eu**; (Ca,_Sr)S:Eu** where O<x<=1 for example
CaS:Eu** and SrS:Eu**; (Ca,_,_, Sr.BaMg), (Al,,,B)
Si; _,N;_,0,:RE, where 0<=x<=1, O<=y<=1, O<=z<=1,
O<=a<=1, O<=b<=1 and 0.002<=n<=0.2 and RE is either
europium(Il) or cerium(Ill) for example CaAlSiN;:Eu** or
CaAl, ,Si, osN;:Ce**; and M v+8i15 sy Al 0N 6
with x=m/v and M comprised of a metal preferably selected
from the group comprising Li, M, Ca, Y, Sc, Ce, Pr, Nd, Sm,
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Eu, Gd, Tb, Dy, Ho, Er, Tm, Yb, Lu or mixtures including for
example Cag ,5Sig 455Al; 375Np 655 B0, 55 as disclosed in
U.S. patent application Ser. 11/290,299 to Michael R. Krames
and Peter J. Schmidt (publication #2007/0126017) which is
herein explicitly incorporated by reference in its entirety; and
nano-phosphors embedded in a suitable matrix such as high
index plastic or glass, with LED die positioned along its
length in alinear array of die or a single long LED die attached
to a high thermal conductivity board 18, such as copper or
aluminum core printed circuit board, which in turn is attached
to heat sink 20. The luminescent rod 14 would have the
properties of high absorption of light in one part of the spec-
trum, blue in the case of Ce:YAG, emission with high quan-
tum yield in a wavelength region generally longer than the
excitation wavelength band, high index of refraction to trap a
significant portion of the luminescent light produced such
that it is guided or transmitted down the length of the rod
toward an emitting aperture 52. The emitting aperture would
be index matched to an optical concentrator 22 such as a
compound parabolic concentrator (CPC), compound ellipti-
cal concentrator (CEC), compound hyperbolic concentrator
(CHC), taper, or faceted optic. The concentrators would gen-
erally be index matched and of solid dielectric, although
liquids could work as well. The purpose of the concentrator is
two-fold. First, it would be made of a material with an index
of refraction approaching that of the rod (approximately 1.82
for Ce:YAG) and second, it would act to convert the light
emitted over a hemisphere (27 steradians) to an area and solid
angle that can be readily imaged through dichroic beam split-
ters and re-imaging optics while substantially preserving the
etendue (area, solid angle, index squared product) thereby
maximizing the brightness.

The output spectrum of the Ce:YAG rod source would
cover the range between about 500 nm and 700 nm, with the
predominant contribution in the green spectrum centered
around 555 nm. The combination of this light with that from
a blue LED module 24 would produce white light suitable for
many applications. For medical illumination, however, the
relative spectral content is typically required to result in a
high color rendering index (CRI) on the order of 85 or greater.
To accomplish this it is necessary to add additional light in the
red spectral region from a third LED source module 26. In
FIG. 1 dichroic beam splitter 42 would transmit the red light
of LED module 26 and reflect the blue light of LED module
24. Dichroic beam splitter 44 would transmit the combined
blue and red spectrum of combined LED modules 26 and 24
and reflect the green or yellow light of LED module 12. The
combined white light spectrum from LED modules 12, 24,
and 26 would then be imaged by lens elements 46 and 50 to
stop the input aperture 52 of fiber optic light bundle 54. The
lens elements 46 and 50 could be comprised of multiple lens
elements which may include glasses or plastics of different
dispersions to help optimize image quality. The lens systems
stop 48 would assure that the extent of the far field of the light
from each LED module was similar so as not to result in color
fringe effects at the edge of the illumination field. The size of
each LED source and their collection optics would be sized
such as to produce substantially similar near and far field
distributions for each LED module. The lens system could
also include diffractive or reflective components to help
reduce the number of or optical elements and to reduce over-
all package size. The relative position of the LED modules 12,
24, and 26 are interchangeable assuming that the dichroic
beam splitters were changed in spectral characteristics to
accommodate different arrangements. For example, LED
modules 12 and 24 could be switched in position such that
beam splitter 42 would transmit red light, reflect blue and
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green light and beam splitter 44 would transmit red and green
and reflect blue light. The spectrum of the LED modules in a
different system could include ultraviolet through mid infra-
red light assuming the optical elements where made of the
proper transmitting materials and anti-reflection or reflection
coatings. The LED modules 24 and 26 would be comprised of
an LED array either index matched or not index matched to
the collection optic depending on the extraction efficiency
and method of the LED die. For example blue die form CREE
(EZ1100) includes a micro lens array such that the benefit
from index matching does not compensate for the increase in
the etendue due to the index squared effect. Thus for the case
of these high performance blue die higher brightness is
achieved by not index matching. The red die that are com-
mercially available at this time do not typically include
microstructures on their surface to significantly enhance
extraction efficiency and thus do benefit from encapsulation,
not from a brightness standpoint, but from an efficiency
standpoint which due to decreased thermal load translates
into improved performance. The collection optics could be
comprised of similar optics as detailed for the LED module
12, however, in the case of the blue die, the CPC, taper, or
other concentrator could be designed for no index matching.
Heat sinks 12, 25, and 34 of FIG. 1 could be made out of
any high thermal conductivity material including but not lim-
ited to copper and aluminum. The LED or LED arrays 16, 30,
and 38 would be attached to LED printed circuit boards
(PCBs) 18, 28, and 36 which would in turn be thermally and
mechanically attached to heat sinks 12, 25, and 34 respec-
tively. In a preferred embodiment the PCBs would be made
out of a high thermal conductivity material including but not
limited to copper, diamond, aluminum, or composite materi-
als. Ideally the thermal resistance between the back side of the
LED die or die arrays would be minimized by direct eutectic
attachment, soldering, or thermally conductive epoxy. The
high thermal conductivity PCBs would act as heat spreaders
thereby reducing the heat flux into the heat sinks 12, 25, and
34. The heat sinks could be cooled by direct convection with
air, conduction with various coolant fluids such as water, or
radiation into the surrounding environment. Heat pipes of
various constructions have also been found to work very
effectively as heat sinks Heat pipes and diamond could also be
used as the PCB material as they both are very effective heat
spreaders with performance well above that of pure copper.
FIG. 2 shows a detailed view 60 of the LED module 12 of
FIG. 1 from the side and in cross section as indicated in 70.
The luminescent rod 14, which in a preferred embodiment
would be single crystal or transparent sintered polycrystalline
Ce:YAG would be characterized by high absorption in a spec-
tral region such as blue in the region of 460 nm and very low
extinction for wavelengths greater than the excitation wave-
length band above 500 nm to 510 nm. The rod material 14
would also be characterized by exhibiting luminescence of
the absorbed excitation light with high quantum yield. Thus
the LED array 16 would in a preferred embodiment be com-
prised of blue LED die such as those manufactured by CREE
Inc. called EZ1000 which are dimensionally on the order of 1
mm square by 0.120 mm thick. The light from the LED array
would be transmitted through the outer wall of luminescent
rod 14. The extinction coefficient of rod 14 would be doped to
a level resulting in substantially all of the blue light being
absorbed within the dimension of the rod prior to exiting the
rod through its other side. To the extent that the excitation
light was not absorbed with the first pass through the rod 14,
mirrors 72 could be positioned with a reflective surface close
to the rod so as to cause the excitation light to pass back into
the rod one or more times to maximize absorption by the rod.
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The reflectivity of the LED die is on the order of 80% which
would also act to couple light that was not absorbed on the
first pass through the rod back into it for another opportunity
to be absorbed. The light could take multiple passes to be
substantially absorbed. Given the finite reflectivity of the
mirrors 72 and diffuse reflectivity of the LED die 16 it would
be best to chose an extinction that would result in the order of
80% or more of the excitation light being absorbed on the first
pass through the rod 14. Alternatively, the sides of the rod
through which the excitation light is not passing initially
could be coated with a high reflectivity coating. It would be
critical, however, that the reflectivity be very close to 100% so
as not to loose substantial luminous power upon multiple
reflections as the luminescent light is transmitted toward the
output aperture 62. In a preferred embodiment the outside
surface of the rod would not be coated at all so as to allow a
substantial portion of the light generated within the rod to be
guided by total internal reflection (TIR) up the rod toward
output aperture 62. The fact that the luminescent material 14
has a relatively high index of refraction is fortunate as the
higher the index of refraction the greater percentage of the
light that is generated within the rod will be guided by TIR
toward the output aperture 62.

The luminescent light generated within the rod 14 would be
substantially isotropic and thus would travel equally in all
directions. Thus half of the light that is bound to the rod by
TIR would travel in a direction opposite to the output aperture
62 toward mirror 66 which would act to send the light emitted
in that direction back toward output aperture 62, thereby
substantially doubling the light reaching output aperture 62.
The mirror could also be effectively coated directly onto the
end face of rod 14 in the vicinity of mirror 66.

FIG. 3 shows an alternative embodiment 80 of the mirror
elements 66 of FIG. 2 comprised of modified mirror elements
82 containing the addition of small holes 84 through which
high pressure air would cool rod 14 by high pressure air
impingement. The holes would be sufficiently small as to
minimally affect the mirrored surface area of mirrors 82. High
pressure air impingement has several times the film coeffi-
cient and thus heat transfer as compared to standard con-
nected low pressure air. The effect of the slight increase in the
index of refraction of the medium surrounding rod 14 on TIR
would be minimal. If direct contact cooling fluid was used
without the sides of the rod being reflective, the higher than
air index of refraction of the fluid would result in more loss
out through the sides due to the decreased TIR internal angle,
thereby reducing overall LED module efficiency. The reason
it may be important to provide a means of removing heat build
up from the rod is that there would be a small but finite heat
absorption, convection and conduction to the rod from the
LED array 16 that would cause an increase in temperature of
the rod if there were no means of removing this heat. This heat
rise would result in reduced LED module performance due to
thermal quenching of the luminescent rod material. Increas-
ing the temperature of the rod material can decrease the
quantum efficiency.

FIG. 4 shows an alternative embodiment 120 of LED mod-
ule 12 of FIG. 1 where two modules 12 have been positioned
in sequence to form a single multi-spectrum source. For
example rod 122 of 120 could be made of a luminescent
material with properties similar to those described for rod 14
for which the excitation band is within the long wavelength
ultraviolet spectrum in the region of 240 nm to 420 nm. The
high transmission region of the material would be in wave-
lengths longer than 420 nm and its luminescence could be in
the blue to blue-green spectral region. Likewiserod 124 could
have similar absorption properties but comprise lumines-
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cence in the green to red region of the spectrum. Both rods
122 and 124 would be characterized by high transmission in
the spectral region containing wavelengths longer that 420
nm.

The mirror 66 would act to reflect any light transmitted in
the direction opposite output coupler 22 back toward 22. In
this way, LED light module 120 could contain the full and
desired spectrum of the white light source and would not
require supplemental LED modules 24 and 26 of FIG. 1 nor
dichroic beam splitters 42 and 44. It would be necessary to use
anindex matching material between the two rods 122 and 124
such as melted Schott SF6 glass or other suitable index
matching material. Alternatively, a single material or ceramic
such as YAG (yttrium aluminum garnet) could use different
dopants in the regions corresponding to rods 122 and 124
such that the rod is continuous and there is no need for an
index matching medium. Alternatively, more than one dopant
could be used evenly over the entire length of a single rod
assuming the dopants did not interfere and reduce quantum
efficiency. The length of the rods and excitation LED arrays
could be increased to achieve higher flux out of collection
optic 22. This is the primary distinction and advantage of this
technology over prior art comprised of a thin planar lumines-
cent material, as the out put can be increased by increasing the
length of the rod rather than increasing the power density of
the excitation source thereby resulting in output flux many
multiples of that which could be achieved by prior art. The
output of the system of FIG. 4 could alternatively be directly
coupled to an optical fiber bundle without the need for re-
imaging optics.

FIG. 5 represents alternative cross sectional areas for rods
including but not limited to circular, square, rectangular, and
multiple sided polygons such as a hexagon and octagon.
Generally, even number of sides polygons have better spatial
mixing than those with an odd number of sides although
either could be used. Likewise, the optical concentrator that
would be index matched to one of the rod configurations
could have a similar cross sectional shape. For example a
rectangular or square CPC or taper could be used. A theta by
theta CPC comprised of a taper coupled to a CPC such as
described by Welford and Winston (High Collection Nonim-
aging Optics, W. T. Welford and R. Winston, Academic Press,
1989) could be used.

FIG. 6 shows various configurations 100 of a combination
of luminescent rod and output concentrators. For example the
rods 102, 108, and 114, could be index matched to output
couplers in the form of a taper 104, CPC 110, or combined
theta by theta taper and CPC 116. In general the concentrators
would be made out of a material that is transparent and of
similar index of refraction and would be coupled by means of
an index matching medium. Alternatively, the two compo-
nents comprising a rod and concentrator could be mated by
heating the components and allowing them to melt together.
Alternatively, the rod and concentrator could be made out of
the same material such as ceramic (phosphor particles sin-
tered at temperatures on the order of 1800° Celsius and under
pressure causing the material to become transparent and sub-
stantially homogeneous) such as Ce:YAG which could be
doped in the region of the rod and not doped in the region of
the concentrator thereby eliminating the need for index
matching.

FIG. 7 shows a plot of index of refraction of the concen-
trator versus coupling efficiency for the case of Ce:YAG rod
which has an index of refraction on the order of 1.82 for two
rod geometries circular and square in cross section. The out-
coupling efficiency into air (index of refraction 1) of 30%
assumes that all the light emitted by the LED die is absorbed
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within the rod and that one end of the rod is coated with a
mirror with reflectivity of 100%. Thus, the efficiency can be
improved by the order of 80% by index matching to a con-
centrator with an index of refraction approaching that of the
rod. The data also assumes that the output face of the concen-
trator is anti-reflection coated to minimize losses due to
Fresnel reflections at the air/dielectric interface.

FIG. 8 shows empirical data for a white light source trans-
mitted through the side of a Ce: YAG rod of 1 mm in thickness
as well as guided down its length of 50 mm. The Cerium
doping was 0.15%. The data shows that for the 1 mm path
length more than 90% of the blue light was absorbed. The rod
was not coated, so the maximum expected transmission
would be on the order of 84% due to Fresnel reflection which
is observed at a wavelength of about 400 nm where the
Ce:YAG rod is substantially transparent. The fact that the
output is above the expected maximum transmission for
wavelengths greater than 500 nm is due to the contribution
from the luminescent light emitted by the absorbed blue light
in the incident white light. The broader absorption band
shown in the 50 mm length is due to the fact that Beer’s Law
is acting over 50 times the length exponentially. It is also
apparent that the material does exhibit some degree of self
absorption for which some of the absorbed light emitted as
phosphorescence is absorbed through the length. Thus for
some applications it may be important to limit the length of
the rod to minimize absorption at the short end of the emitted
spectrum and to minimize heating due to self absorption.

FIG. 9 shows the combined spectrum of the system of FIG.
1 with the thick black vertical lines representing the spectral
region of the dichroic beam splitters. The current to the indi-
vidual sources can be adjusted to result in a CRI greater than
90 ata CCT on the order of 5700° Kelvin which is consistent
with the values typical of short arc Xenon lamps. The blue
spectrum shown here is comprised of three blue LED peak
wavelength centered around 445 nm, 457 nm and 470 nm.
The red band is comprised of the combination of LED center
wavelengths peaked near 630 nm and 650 nm. The effect of
increasing the spectral widths in the blue and red spectral
regions is primarily to increase the CRI.

The breadth and scope of the present invention should not
be limited by any of the above-described exemplary embodi-
ments, but should be defined only in accordance with the
following claims and their equivalents.

What is claimed is:

1. An illumination system comprising:

a first light source, wherein the first light source includes a
plurality of first Light Emitting Diodes (LEDs), wherein
the first light source emits a first light beam of a first
color;

wherein said plurality of first Light Emitting Diodes
(LEDs) of said first light source emit light of an excita-
tion color different than said first color, and wherein said
first light source further comprises a luminescent rod
comprising a luminescent material which absorbs said
light of'said excitation color and, in response, emits light
of'said first color to generate said first light beam of said
first color;

a second light source, wherein the second light source
includes a second Light Emitting Diode (LED), wherein
the second light source emits a second light beam of a
second color different than the first color;

athird light source, wherein the third light source includes
a third Light Emitting Diode (LED), wherein the third
light source emits a third light beam of a third color
different than the first color and second color;
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aplurality of reflective optical components positioned so as
to combine the first light beam of the first color, the
second light beam of the second color, the third light
beam of the third color, on a main optical axis of the
illumination system to generate a beam of white light;
and

an output system which focuses said beam of white light
into a light guide;

wherein the illumination system has the ability to individu-
ally adjust current to each of the first light source, second
light source, and third light source.

2. The illumination system of claim 1, wherein the ability
to individually adjust the current to each of the first light
source, second light source, and third light source of the
illumination system enables the illumination system to con-
trol a correlated color temperature (CCT) of the beam of
white light.

3. The illumination system of claim 1, wherein the ability
to individually adjust the current to each of the first light
source, second light source, and third light source of the
illumination system enables the illumination system to con-
trol a color rendering index (CRI) of the beam of white light.

4. The illumination system of claim 1, wherein the beam of
white light has a color rendering index (CRI) of at least 85.

5. The illumination system of claim 1, wherein the illumi-
nation system has the ability to modulate the beam of white
light.

6. The illumination system of claim 1, wherein the illumi-
nation system has the ability to modulate the light output in
synchronization with a camera shutter.

7. The illumination system of claim 1, in combination with
a light guide positioned to receive said beam of white light
from said output system, wherein the light guide is adapted to
transport said beam of white light to a microscope or an
endoscope.

8. The illumination system of claim 1, in combination with
a light guide and one of a microscope and an endoscope,
wherein said light guide is positioned to receive said beam of
white light from said output system and transport said beam
of white light to said microscope or endoscope.

9. The illumination system of claim 1, wherein the second
light source emits a second light beam of a second color
comprising a plurality of wavelengths of light of the second
color.

10. The illumination system of claim 1, having a color
rendering index (CRI) that is at least 90 and a correlated color
temperature (CCT) that is approximately 5700 Kelvin.

11. An illumination system comprising:

a first light source, wherein the first light source includes a
plurality of first Light Emitting Diodes (LEDs), wherein
the first light source emits a first light beam of a first
color;

wherein said plurality of first Light Emitting Diodes
(LEDs) of said first light source emit light of an excita-
tion color different than said first color, and wherein said
first light source further comprises a luminescent rod
comprising a luminescent material which absorbs said
light of said excitation color and, in response, emits light
of said first color to generate said first light beam of said
first color;

a second light source, wherein the second light source
includes a second Light Emitting Diode (LED), wherein
the second light source emits a second light beam of a
second color different than the first color;

a third light source, wherein the third light source includes
a third Light Emitting Diode (LED), wherein the third
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light source emits a third light beam of a third color
different than the first color and second color;

aplurality of reflective optical components positioned so as
to combine the first light beam of the first color, the
second light beam of the second color, the third light
beam of the third color, on a main optical axis of the
illumination system to generate a beam of white light;
and

an output system which focuses said beam of white light

into a light guide;

wherein the illumination system has the ability to individu-

ally adjust current to each of the first light source, second
light source, and third light source to control a correlated
color temperature (CCT) and a color rendering index
(CRI) of the beam of white light.

12. The illumination system of claim 11, wherein the beam
of'white light has a color rendering index (CRI) of at least 85.

13. The illumination system of claim 11, wherein the illu-
mination system has the ability to modulate the beam of white
light.

14. The illumination system of claim 11, wherein the illu-
mination system has the ability to modulate the light output in
synchronization with a camera shutter.

15. The illumination system of claim 11, in combination
with a light guide positioned to receive said beam of white
light from said output system, wherein the light guide is
adapted to transport said beam of white light to a microscope
or an endoscope.

16. The illumination system of claim 11, in combination
with a light guide and one of a microscope and an endoscope,
wherein said light guides is positioned to receive said beam of
white light from said output system and transport said beam
of white light to said microscope or endoscope.

17. The illumination system of claim 11, wherein the sec-
ond light source emits a second light beam of a second color
comprising a plurality of wavelengths of light of the second
color.

18. The illumination system of claim 17, wherein the third
light source emits a third light beam of a third color compris-
ing a plurality of wavelengths of light of the third color.
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19. An illumination system comprising:

a first light source, wherein the first light source includes a
plurality of first Light Emitting Diodes (LEDs), wherein
the first light source emits a first light beam of a first
color;

wherein said plurality of first Light Emitting Diodes
(LEDs) of said first light source emit light of an excita-
tion color different than said first color, and wherein said
first light source further comprises a luminescent rod
comprising a luminescent material which absorbs said
light of said excitation color and, in response, emits light
of said first color to generate said first light beam of said
first color;

a second light source, wherein the second light source
includes a second Light Emitting Diode (LED), wherein
the second light source emits a second light beam of a
second color different than the first color;

a third light source, wherein the third light source includes
a third Light Emitting Diode (LED), wherein the third
light source emits a third light beam of a third color
different than the first color and second color;

aplurality of reflective optical components positioned so as
to combine the first light beam of the first color, the
second light beam of the second color, the third light
beam of the third color, on a main optical axis of the
illumination system to generate a beam of white light;
and

an output system which focuses said beam of white light
into a light guide;

wherein the illumination system has the ability to individu-
ally adjust each of the first light source, second light
source, and third light source to control a correlated
color temperature (CCT) and a color rendering index
(CRI) of the beam of white light.

20. The illumination system of claim 19, wherein the beam

of' white light has said color rendering index (CRI) of at least
8s.



